Table 3-50: SF¢ Emission Factors (kg SFs per metric ton of magnesium)
Year  Secondary Die Casting Gravity Wrought Anodes
1999 1 2.14 2 1 1
2000 1 0.71 2 1 1
2001 1 0.74 2 1 1




